
Figure 6.  Dredge sluice tailings (sand, silt, and clay; 21CC15), overlain by stacker tailings (pebbles and cobbles; 21CC16), Schmidt 
Pit.  Annotations show mercury concentrations of layers having various grain sizes, as noted; sample numbers shown in red 
boxes.  Samples were cut from channel under the pen.      
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Stacker Cobbles: bulk 70 ppb, <2mm 140 ppb, >2mm 40 ppb

Silt-clay: 160 ppb

Sand: 90 ppb

Fine Sand: 90 ppb


